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Structure optimization of a uni-traveling-carrier photodiode with introduction
of a hydro-dynamic model�
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Abstract: Characteristics of a uni-traveling-carrier photodiode (UTC-PD) are investigated. A hydro-dynamic model
is introduced which takes into account the electrons’ velocity overshoot in the depletion region, which is a more accurate
high speed device than using the normal drift–diffuse model. Based on previous results, two modified UTC-PDs are
presented, and an optimized device is obtained, the bandwidth of which is more than twice that of the original.
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1. Introduction

With the fast development of fiber-optic communication,
higher performance of photodiodes (PDs), such as responsibil-
ity and bandwidth, is required. For the conventional pin PD, the
response speed is at some degree slowŒ1�, and it cannot match
the high bandwidth requirement any longer. To overcome the
limitation of pin PDs, NTT System Electronics Laboratories
has developed a new kind of PD called the uni-traveling-carrier
photodiode (UTC-PD)Œ1� . This kind of PD uses electron as the
only active carrier, whose mobility is much larger than that of
the hole, so the speed of the device is clearly enhanced. Due
to the advantage above, many UTC-PDs have been fabricated
since its appearanceŒ2�4�, and the performance of real devices
is improved by many advanced methods in real processes. In
Ref. [5], the bandwidth achieved was as high as 310 GHz. Shi
et al.Œ6� proposed a near-ballistic UTC-PD (NBUTC-PD). The
saturation current bandwidth product achieved 2952 mA�GHz
(120 GHz, 24.6 mA) under 25 � loading at V-band. On the
other hand, in the simulation field, Banik et al.Œ7� did some re-
search on an optimization method, but the work only focused
on the output power optimization and didn’t give any results on
the bandwidth optimization. Rahman et al.Œ8� gave a somewhat
comprehensive statement on the device behavior. However, the
work didn’t include a detailed study on the optimization meth-
ods. Due to the lack of simulation work which provides the-
oretical analysis and optimization methods, it is necessary to
make an overall simulation so as to give a more comprehensive
result for the device and help to fabricate higher performance
devices.

In this paper, the hydro dynamic (HD) model is utilized to
analyze the device performance, and the main contributions of
this work are as follows: two modified structures are proposed
based on the characteristics of the UTC-PD, and the device is
optimized, with the bandwidth improved more than twice that
of the original one.

2. Device model
A typical structure and the band diagram of the UTC-PD

are shown in Fig. 1, and an epitaxial layer structure is presented
in Table 1Œ9� (normal device). The UTC-PD is composed of
a neutral narrow-gap absorption layer with high p-type dop-
ing and an n� wide-gap collection layer. A high n-type doping
layer called the cliff layer can modulate the electric field in the
device, so the performance of the device is enhanced.

This work uses the HDmodel, and the current densities are
expressed as followsŒ11; 12�:

Jn D q�n.nrEc C kBTnrn=q � 1:5nkBTnr lnme=q/; (1)
Jp D q�p.prEc C kBTprn=q � 1:5pkBTpr lnmh=q/; (2)

where the first and second terms are what the DD model only

Fig. 1. Typical structure and the band diagram of UTC-PDŒ10�.
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Table 2. Parameters used in this simulation.

InGaAs (NA = 1 � 1018 cm�3/ InP (ND = 1 � 1016 cm�3/

�e (cm2/(V�s)) 3500 570
�w (ps) 1 1
�e (ps) 120 N/A
De (cm2/s) 91 14.8
˛@1:55�m (cm�1/ 7000 � 0

Fig. 2. f3dB versus the cliff layer doping.

Table 1. Epitaxial layer structure for UTC-PD reported in Ref. [9].

Layer Thickness
(nm)

Doping
(cm�3/

Band-gap
(eV)

pCC InGaAs contact 50 3�1019 0.76
pCC InGaAsP blocking 20 2�1019 0.89
pC InGaAs absorption 220 1�1018 0.76
InGaAs spacer 8 1�1015 0.76
InGaAsP spacer 16 1�1015 1.0
InP spacer 6 1�1015 1.35
nC InP cliff 7 1�1018 1.35
n� InP collection 263 1�1016 1.35
nC InP subcollector 50 5�1018 1.35
nC InGaAs contact 10 1�1019 0.76

includes. Tn and Tp are the electron and hole temperatures, in-
dicating that the HD model takes the temperature difference
between the carrier and lattice into account, due to which the
carrier and the lattice will exchange energy within an energy
relaxation time. Because the energy relaxation time is usually
not equal to the momentum relaxation time, a so-called over-
shoot phenomenon happens and improves the device frequency
response.

3. Characteristics and analysis

In the simulation, the TaurusŒ13� CAD tool is used to
solve the required equations, with a bottom illumination at
1.55 �m wavelength and a 2 V reverse bias. The device area
is 25 �m2 and the load resistance is 50 �. All the experi-
ments are based on the normal device. The characteristics of
UTC-PD are completely analyzed and validated with the re-
sults in Ref. [9] for verification, which demonstrates that our

simulation can achieve a good agreement with the results in
Ref. [9]. The parameters used in our simulation are presented
in Table 2Œ8; 13�.

The bandwidth decreases significantly with the growth in
absorption layer thickness (WA/, so the bandwidth can be im-
proved by decreasing WA, but it cannot be too small to ensure
the output current of the device. But when the collection layer
thickness (WC/ increases, the bandwidth also increases. The
velocity in the spacer and collection regions is very high and
the transit time in these regions is relatively short compared
to the RC time constant. Therefore, when the collection layer
thickness increases, the effective capacitance decreases as well
as the RC time constant, and the bandwidth gets larger.

The bandwidth decreases as the absorption layer doping in-
creases. The electron mobility goes down as the doping con-
centration risesŒ14�, so does the diffusion coefficient according
to the Einstein relation. And it will take a longer time to tran-
sit through the absorption region. As a result, the bandwidth
goes down. And it has the same trend with the collection layer
doping. As the doping increases, the collection layer can’t be
totally depleted. So the remaining electrons prevent the drift
of electrons from transiting through the collection layer. As a
result, the transit time increases and the bandwidth decreases.

The relationship between the bandwidth and the cliff layer
doping is shown in Fig. 2. As is shown, the bandwidth increases
from 33 to 38 GHz as the cliff layer doping grows from 1 �

1016 to 1 � 1018 cm�3, and decreases to 24 GHz at 5 � 1018

cm�3. The reason for this is that the cliff layer can modulate
the electric field in the device, and when the doping is about
1 � 1018 cm�3, the electric field in both the spacer layer and
the collection layer reaches the intensity thatmakes the electron
velocity very high, bringing a peak bandwidth for the device.
Due to the fact that the overshoot velocity is greatly related
to the electric field, the cliff layer doping should be carefully
determined for the device.

4. Modified and optimization structures

For normal UTC-PDs, the electric field in the absorption
region is very small since it is highly doped, where the motion
is mainly diffused due to the electron concentration gradient.
Because the diffusion process is much slower than the drift one,
it significantly affects the bandwidth. We consider introducing
an electric fieldŒ8� in the absorption region to address this prob-
lem.

4.1. Linear doping in the absorption region

We created a modified structure with the absorption region
pC linearly doped from 2 � 1018 cm�3 near the barrier region
to 5� 1017 cm�3 adjacent to the spacer region. The field distri-
bution in the absorption region of thismodified device is shown
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Fig. 3. Electronic field in the absorption region with the collection
layer doping 1 � 1016 cm–3.

Fig. 4. f3dB versus the collection layer doping.

in Fig. 3, which shows that the electric field is much larger than
that of the device in Table 1. It is shown in Fig. 4 that for the
modified device, the bandwidth is 45 GHz when the collection
layer doping is 1 � 1016 cm�3, and for the normal device it is
only 38 GHz.

4.2. Linear energy-band in the absorption region

We also designed a modified structure, with the band-gap
in the absorption region linearly from 0.76 to 0.69 eV by using
linear composition of InGaAs. The behavior of this device is
similar to that of the linearly doped one proposed above, and
the artificial electric field is about 500 V/cm (Fig. 5). It can be
seen from Fig. 6 that the bandwidth of this device is 47 GHz,
which is 9 GHz larger than that of the normal one at WC = 263
nm, so the bandwidth can also be improved by this method.

4.3. Optimization

From the proposed modification methods above, another
structure is considered by combining the linear doping, and
composition together, that is, the absorption region pC linearly
doped from 2 � 1018 cm�3 near the barrier region to 5 � 1017

cm�3 adjacent to the spacer region and the band-gap in the ab-
sorption region linearly from 0.76 to 0.69 eV, to increase the
electronic field in the absorption region. The electronic field

Fig. 5. Electronic field in the absorption region with versus the col-
lection layer thickness.

Fig. 6. f3dB the collection layer thickness at 263 nm.

Fig. 7. Electronic field in the absorption region with the collection
layer thickness at 263 nm.

distribution in the absorption region is shown in Fig. 7 and the
performance of the bandwidth is presented in Fig. 8. For com-
parison, the performance of the bandwidth of the structure in
Table 1 is added. It shows that the bandwidth increases from
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Fig. 8. f3dB versus the collection layer thickness.

38 to 51 GHz, nearly by 30%.
Finally, an optimized structure is obtained by using this

method. The parameters are based on the structure, as shown
in Table 1. As an optimization condition, the smallest response
efficiency is set to 0.1 A/W and the minimal value of WA is set
to 100 nm. Figure 9(a) shows the relation between the band-
width and the doping concentration of the collect layer after
optimization. It can be seen from Fig. 9(a) that the bandwidth
increases to flat with the doping concentration lower than 1
� 1016 cm�3. The doping concentration of 1 � 1016 cm�3

is chosen to continue optimizing the doping concentration of
the cliff layer. As shown in Fig. 9(b), the highest bandwidth
of 78.5 GHz can be obtained and the doping concentration of
the cliff layer of 1 � 1018 cm�3 is chosen to determine WC.
As illustrated in Fig. 9(c), the bandwidth gets to the peak at
WC = 383 nm and the variation is not more than 4 GHz when
WC is changed from 363 to 413 nm. Then a bandwidth of 83
GHz is obtained according to the above optimization process
and more than twice that of the original one. With the device
scaling down, the bandwidth can be improved further in our
forecast under the sacrifice of response efficiency.

5. Conclusions

The performance of the UTC-PD has been investigated by
analyzing the impact of the primary parameters on AC perfor-
mances, which are the most important for a device. The HD
model is utilized to analyze the characteristics of the device,
and with the analysis, two modified structures are investigated
to enhance the bandwidth of the device, with linear doping and
linear band-gap method. An optimized device is proposed, in-
creasing the original bandwidth from 38 to 83 GHz.
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