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Abstract In thispaper, the repetitivenessof M OCV D surce isdiscussed, and the repet-

itiveness question of Ti(OC4Ho)4 is discovered experimentally for the first time Research

results show that change of the repetitiveness of Ti(OC4Ho)4 is due to the change of its
themal property.
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