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Abstract The microarea probe technique of a modified Van der pauw method is used for
measuring the sheet resistance for the boron-doped microareas on an n-type silicon wafer.
Its distribution is shown with the grey scale. From it , the variation of sheet resistance
and the average value on the wafer can be obtained. The mapping technique seems to be

more suitable to assess the material quality.
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