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CMOS Device Fabricated from Si/Al20:/Si
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Abstract: This paper reports making the double hetero-epitaxial Si/¥-A1:03/Si single erystal films using a home-made high

vacuum system with 2X 10 *Pa and using these films to manufacture MOSFETs and integrated circuit at the first step.
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